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Description

25

30

This invention relates to an environmentally durable elastomer composition which has superior low
temperature dynamic properties. More particularly, the elastomer composition comprises elastomer having

5 a fully saturated backbone, curing agent for the elastomer, reinforcing particulate filler and polyalphaolefin
oil. The composition may further include particularly defined naphthenic oil and/or paraffinic oil

Elastomer compositions made of natural rubber generally have good low temperature dynamic prop-
erties. However, because elastomers like natural rubber have unsaturated backbones, they are subject to
chemical changes caused by environmental attack of the composition by. e.g., ultraviolet light heatw oxygen, and ozone during use. These chemical changes In the elastomer, generally by means of reactions
at the unsaturated sites, change its physical properties. Consequently, the composition begins to harden
and takes a set. If such a composition has been used to form. e.g.. wiper blades, the blades will no longer
conform well to the windshield curvature. In order to overcome problems associated with poor environmen-
tal durability, elastomer compositions have been made from elastomers, such as ethylene-propylene-diene

75 rubber (EPDM). which have a fully saturated backbone. Since these elastomers do not possess any reactive
sites in their backbone, compositions comprising them possess excellent environmental degradation
resistance. One such composition, employed for windshield wiper blades, is disclosed by Killgoar Jr in
U.S. patent 4.616.060. assigned to the assignee of this invention. The windshield wiper composition
disclosed therein comprises elastomer having a fully saturated backbone, curing agent, reinforcing par-

20 ticulate and graphite. The graphite is incorporated into the windshield wiper composition to reduce the
coefficient of friction of the blade material.

However, at temperatures below about O'C. such elastomer compositions, while having excellent
environmental durability, display dynamic properties (i.e.. flexibility) that are generally inferior to those of
many natural rubber compositions. The properties of the elastomer compositions may be modified by
incorporating additives into the compositions. However, the inclusion of a particular additive into the
compositions may improve one property of the composition while having a deleterious effect on another
property. For example, naphthenic oils, which are often added to improve the processing of elastomer
compositions, generally do not improve the low temperature dynamic properties of the elastomer composi-
tion. U.S. Patent 4.645.791. assigned to the assignees of this invention, discloses that the low temperature
dynamic properties of environmentally durable elastomer compositions, such as those comprising EPDM
can be improved by incorporating particularly defined aliphatic oil therein.

This invention is directed to an environmentally durable elastomer composition which has superior low
terriperature dynamic properties. The composition comprises a substantially homogeneous mixture of- (a)
100 parts by weight elastomer having a fully saturated backbone, (b) curing agent for the elastomer In an
amount sufficient to crosslink the elastomer, (c) reinforcing particulate filler, and (d) at least 20 parts by
weight, more preferably between 30 and 80 parts by weight polyalphaolefin oil selected from polyal-
phaolefin oils having a broad molecular weight distribution and a kinematic viscosity between 2 and 200
centistokes. The preferred viscosity range is 3-10 centistokes. The polyalphaolefin oil of the invention has a
very low volatile content. I.e. greater than about 85% by weight of the oil boils above about 180-C The
composition preferably further comprises at least about 2 parts by weight modifying oil selected from the
group consisting of: (a) naphthenic oil having a number average molecular weight (M„) of 300 and 500 and
a pour point between -34-C and -4-C (-SO-F and +25-F); (b) paraffinic oil having a number average
molecular weight (M,) between 300 and 1000 and a pour point between -IB'C and -12'C (O'F and 10-FV
and (c) mixtures of (a) and (b). When employed in the composition, naphthenic oil is included in an amount
between preferably 2 and 40 parts by weight and/or the paraffinic oil is included in an amount between
preferably 3 and 50 parts by weight, the parts by weight of each oil being based on 100 parts by weight of
elastomer having a fully saturated backbone.

The elastomer composition of this invention may be employed as a windshield wiper material If such
use IS desired, particulate graphite Is preferably incorporated into the composition of this invention to
modify Its frlctional properties. Preferably, when the composition of this invention is employed as a
windshield wiper composition, the elastomer having a saturated backbone comprises or consists essentially
of ethylene-propylene-diene rubber (EPDM). the curing agent comprises an accelerated sulfur curing
system, and the reinforcing filler comprises carbon black. The polyalphaolefin oil is Included In the wiper
corinposition in an amount between 20 and 100 parts by weight: and the friction modifying graphite is
included in an amount of between 20 and 100 parts by weight (the weight of each oil and the graphite
individually being based on 100 parts by weight of the EPDM).

Advantageously, cured materials made from the elastomer composition of this invention possess
excellent environmental degradation resistance as well as improved low temperature dynamic properties.

50
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The compositions of this invention also exhibit lnr>proved processability due to the use of the particularly
defined polyalphaolefin oil of the present invention composition. The processability and overall physical
properties of the composition may be further improved by including particularly defined naphthenic oil
and/or paraffinic oil in addition to the polyalphaolefin oil in the composition.

5 The invention of this application is directed to an environmentally durable elastomer composition which
has excellent low temperature dynamic properties. The composition of this invention comprises a substan-
tially homogeneous mixture of: elastomer having a fully saturated backbone, curing agent for the elastomer
reinforcing particulate filler, polyalphaolefin oil and. optionally but preferably, naphthenic oil and/or paraffinic
oil. Each of these materials, as well as optional materials which may be included in the composition will be

10 discussed hereinafter in detail.

The composition of this invention comprises elastomer having a fully saturated backbone, i.e.. elastomer
wherein a continuous path can be traced from one end of the elastomer polymer to the other without going
through a double bond. Many such elastomers having a fully saturated backbone are known to those skilled
in the art. Exemplary of numerous such elastomers having a fully saturated backbone which may be

75 employed in the composition of this invention are ethylene-propylene-diene rubber (EPDM). commercially
available as Epcar (trademark, Polysar Ltd., Samia, Canada). Vistalon (trademark. Exxon. Houston, Texas)
Nordel (trademark. duPont. Wilmington. Delaware), and Epsyn (trademark. Copolymer Rubber Chemicals
Corp.. Baton Rouge. LA). Other suitable elastomers having a saturated backbone include ethylene pro-
pylene rubber, available, e.g.. as Epcar (trademark). Royalene (trademark. Unlroyal. Naugatuck, Conn

)

20 Vistalon (trademark), and Epsyn (trademark). Saturated nitrile elastomers which may similarly be employed
include Therban (trademark. Mobay Chemical. Pittsburgh. Pa.). Still other elastomers having a saturated
backbone comprise chlorosulfonated polyethylene, available commercially as Hypalon (trademark, duPont).

The elastomer employed in the composition of this invention may be a mixture of two or more different
elastomers having a fully saturated backbone, such as those described above. In addition to the elastomer

25 having a fully saturated backbone, the composition of this invention may include a minor proportion of
elastomer having an unsaturated backbone, e.g.. polyisoprene or bromobutyl rubber, as a modifying
elastomer. However, in order to maintain maximum environmental durability of the composition, it is most
preferable not to include any such elastomers having an unsaturated backbone in the composition.

The composition of this application also includes curing agent for the elastomer In an amount which is

30 sufficient to crosslink the elastomer. As would be apparent to one in the art. if elastomer having an
unsaturated backbone is included in the composition of this Invention, sufficient curing agent would be
employed to cure the elastomer having the fully saturated backbone and the elastomer having an
unsaturated backbone. The selection of the particular curing agent and the optimal amount to be employed
for a particular elastomer composition is dependent upon, e.g., desired physical properties and compatibility

35 with the process used to form the cured composition, as is known to those skilled in the art. and thus such
selection would be within the skill of those in the art. Typically, such curing agents include sulfur systems
e.g.. conventional sulfur, efficient and semi-efficient accelerated sulfur systems, peroxide curing agents'
Such systems are well known in the art. and are widely described in literature, e.g.. "Vulcanization and
Vulcanizing Agents", W. Hoffman, Maclaren and Sons Ltd., London, 1967.

40 Another component of the composition of this invention is reinforcing particulate filler, which comprises
organic or inorganic particulate, or mixtures thereof. Examples of preferred organic and inorganic particulate
include carbon black, zinc oxide, fine particle calcium carbonates, silicas and silicates. The amount and
type of reinforcing filler to be employed in the composition of this invention would be based on the desired
properties and use of the elastomer composition of this invention. Selection of the optimal amount and type

45 of filler to be employed would be within the skill of one in the art.

As discussed above, the superior low temperature dynamic properties of the elastomer composition
result from the mclusion of particularly defined polyalphaolefin oil and, optionally, particularly defined
naphthenic oil and/or paraffinic oil in the composition. At least 20 parts by weight of the polyalphaolefin oil
IS included in the composition based on 100 parts by weight of the elastomer having a fully saturated

50 backbone. Preferably, the amount of polyalphaolefin oil included in the composition is between 30 and 80
parts by weight based on 100 parts by weight of the elastomer having a fully saturated backbone, which is
employed in the composition. The polyalphaolefin oil is selected from polyalphaolefin oils having a broad
molecular weight distribution (such that the oil is a blend of polyalphaolefin oil compounds of broadly
diverse molecular weights) and a kinematic viscosity between 2 and 200 centistokes. The preferred

55 kinematic viscosity range of the oil is 3-10 centistokes. As is known to those skilled in the art. the kinematic
viscosity of a fluid is its dynamic viscosity divided by its density and can be determined by ASTM method
D445. Kinematic viscosities are usually used to characterize fluids such as lubricants and have units of
centistokes (cSt). The polyalphaolefin oil blend which is suitable for use in the present invention has a very

3
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lo« volatile content, I.e.. greater than about 85% by weight, more preferably greater than about 92% by
weight, most preferably greater than about 98% by weight of the polyalphaolefin oil bolls above 180 -C
These polyalphaolefin oils are substantially hydrogenated isoparaffinic hydrocarbons which as discussed
above, have a broad molecular weight distribution. The polyalphaolefin oil molecules are highly branched

5 compact molecules which possess a high degree of thermal and chemical stability They also have
hydrolytic stability and good compatibility with the elastomers of the composition. Additives which are
compatible with the oil may be included in the polyalphaolefin oil as long as such additives are substantially
non-reactive with the elastomer composition. These polyalphaolefin oils, because they have a broad
molecular weight distribution, also improve the processability of the elastomer composition of the inventionw in addition to modifying its low temperature dynamic properties. As is known in the art. the processability of
an elastomer composition is related to such factors as its ability to be easily molded, eg due to the
softness and flowability of the composition, and to the ability of the composition to be loaded with
reinforcing particulate such as carbon black. The polyalphaolefin oil of the invention composition may be
selected, e.g., from synthetic polyalphaolefin basestock oils, synthetic polyalphaolefin oil based engine oils

-s and blends thereof. Polyalphaolefin oils suitable for use in the present invention are commercially available
and include those available from Chevron Chemical Company (Houston. Texas) and Ethyl Corporation (St
Louis. Missouri). Those available Irom Chevron Chemical Co. include the Synfluid (trademark) series eg

'

I'T. of^
^""^ ^^""""^ ^^S'- Synfluid PAO Best, Synfluid PAO lOcSt'

Synfluid PAO 40cSt. and Synfluid PAO lOOcSt. Those available Irom the Ethyl Corporation include those of
20 the Wee (trademark) series. The polyalphaolefin (PAO) employed in this invention may be a mixture of

available polyalphaolefin oil blends.

As discussed above, the invention composition preferably further comprises at least 2 parts by weioht
rriodifying oil selected from particularly defined (i) naphthenic oils. (11) paraflinic oils, and (ill) mixtures of
these naphthenic oils and paratfinic oils. More preferably, the modifying oil is selected from between 2-40

25 parts by weight of the defined naphthenic oils, between about 3-50 parts by weight of the defined paraffinic
Oils and mixtures thereof.

The naphthenic oil is selected from naphthenic oils having a number average molecular weight (M„)
between 300 and 500, preferably a number average molecular weight (M„) between 350 and 500 and a
pour point between -34 'C and -4-C (-30 and +25'l^. Naphthenic oils which are suitable for use in the

30 present invention have a very low volatile cor>fent, i.e.. preferably at least 86%. more preferably at least
93/0. most preferably greater than about 97% by weight of the naphthenic oil boils above 107-C (ASTM
method D972-81). The naphthenic oil employed in this invention may be a mixture of such naphthenic oils
Exemplary of the commercially available naphthenic oils which may be employed in this invention are those
of the Circosols and Sunlhene (trademarks. Sun Refining and Marketing Co.. Philadelphia PA) series the

35 after series being preferred for use in this invention. Exemplary of such naphthenic oils suitable for u^ in
this invention are Synthene 255, 450, 380. 4130 and 4240. the latter three being most preferred for use
herein. These oils, made by hydrolreating Circosol (trademark) naphthenic oils, are lighter in color and
possess excellent resistance to discoloration by heal and ultraviolet light. By means of this refining process
polar compounds containing nitrogen, sulfur and oxygen are minimized in the resulting oils The hiah
aromatic compound content of the oil is maintained which provides for optimal compatibility with the
elastomer composition. Exemplary of other commercially available naphthenic oils which may be employed
in this -nvenlion are those obtained from Exxon, (Houston, Texas), e.g., Flexon 690 and Flexon 680
(trademark) and Shell Chemical Company (Houston. Texas), e.g., Shellflex 371 and Shellflex 412 (trade-
mark). These oils have properties such as molecular weight and volatile content similar to those of the Sun
Refining and Marketing Co. naphthenic oils described above. The commercially available naphthenic oils
useful in the present invention may. in addition to the naphthenic component, comprise fractions of other
oils such as aromatic oils and paraffinic oils. These naphthenic oils, when incorporated into the composition
of this invention with the particularly defined polyalphaolefin oil. improve the overall properties of the
composition, e.g., physical properties and dispersion of ingredients are improved

The paraffinic oil is selected from paraffinic oils having a number average molecular weight (M„)
between 300 and 1000. preferably a number average molecular weight (M„) between 400 and 800 and
having a pour point between -18-C and -12-C (0-F and lO-F). preferably about -15-C (5-F) Paraffinic
oils whKh are suitable for use in the present invention have a very low volatile content, i.e., preferably at
least 87/., more preferably at least about 99% by weight of the paraffinic oil boils above lOO'C (ASTMmethod D972-81). The paraffinic oil employed in this invention may be a mixture of such paraffinic oilsThese oils are characterized structurally by saturated rings and long paraffinic side chains (66% minimum
Cp) Since they are highly saturated, they are resistant to oxidation and color degradation by ultraviolet
light. Exemplary of the paraffinic oils which may be employed in this invention are those ot the Sunpar

40

45

SO

4



EP 0 315 363 B1

(trademark. Sun Refining and Marketing Co.. Philadelphia, PA.) series, such as Sunpar 120. 130. 150. 2170
and 2280. Other commercially available paraffinic oils which may be employed as the paraffinic oil in this
invention include those obtained from Exxon, e.g.. Flexon 815 and 865 (trademark) and Shell Chemical
Company, e.g.. Shellflex 790 and 1790 (trademark), which have properties such as molecular weight and
volatile content similar to the Sunpar oils. The paraffinic oils employed in the present composition exhibit
excellent compatibility with the elastomer employed in this invention composition. Commercially available
paraffinic oils which may be employed in the present invention may comprise fractions of other oils. e.g..

aromatic and naphthenic components.

As discussed above, the composition of this invention may also be employed as a windshield wiper
composition. Preferably, the saturated backbone elastomer of the windshield wiper blade composition
comprises EPDM and employs an accelerated sulfur curing system. The reinforcing particulate in such a
windshield wiper composition preferably comprises carbon black, generally in an amount of between 15 and
100 parts by weight, based on 100 parts by weight of the elastomer having a fully saturated backbone. The
preferred carbon blacks for use in the windshield wiper composition have an average particle size of 20-60
nm (nanometer) and are employed most preferably in the composition In an amount of from 30 to 70 parts
by weight per hundred parts by weight of such elastomer.

As taught above, when employing the present invention composition to make windshield wiper blades,
graphite is preferably Incorporated into the elastomer composition in order to reduce the coefficient of
friction of the windshield wiper. In order to reduce the friction of the blades, preferably at least about 20
parts by weight particulate graphite is incorporated in the elastomer composition (based on 100 parts by
weight of elastomer having a fully saturated backbone). In one preferred embodiment of the windshield
wiper elastomer composition, wherein the elastomer having a fully saturated backbone comprises EPDM,
the elastomer composition preferably comprises between 20 and 100 parts by weight particulate graphite
per 100 pans by weight of EPDM. The particle size of the graphite employed in the windshield wiper
composition is not limited to any particular particle size. Mixture of particle sizes may also be employed.
More particularly, the optimal particle size to be employed in the composition would be suggested in part,

by the method of manufacture of the blades. Selection of preferred particle size would be within the skill of
those in the art. Graphite is readily commercially available as, for example. Dixon 1176, Dixon 200-42 and
Dixon 1355 (trademark. The Joseph Dixon Crucible Co.. Jersey City. New Jersey). The polyalphaolefin oil is

included in the windshield wiper composition in an amount of at least 20 parts by weight as discussed
above based on the weight of the elastomer having the fully saturated backbone. Preferably, when the
elastomer having the fully saturated backbone is EPDM. the polyalphaolefin oil is included in the windshield
wiper composition in an amount of between 20 and 100 parts by weight, based on 100 parts by weight of
the EPDM. The windshield wiper composition also preferably comprises at least 2 parts by weight of the
naphthenic oil and/or at least 3 parts by weight of the paraffinic oil defined above, each individually based
on 100 parts by weight of the elastomer. More preferably, the windshield wiper composition comprises 5-40
parts by weight of the naphthenic oil and/or 6-50 parts by weight of the paraffinic oil. based as defined
above.

The elastomer composition of this invention may optionally Include other materials commonly employed
in such formulations. These optional materials include non-reinforcing fillers such as CaCOa. clay, cure
activators such as stearic acid and zinc oxide; and other additives such as desslcants like CaO. Still other
materials like antioxidants may be included in the composition. While it is known that, e.g., in compounding
ethylene-propylene type rubbers, added antioxidants may not be required, they may be beneficial in many
cases. Antioxidants include, e.g.. polymerized quinollnes, hindered amines and phenols. Selection and
amount of optimal materials which would be employed in the composition would be dependant on the use
and desired properties of the composition. As such, their selection would be within the skill of those in the
art in view of the present disclosure.

The composition of this invention may be employed to make. e.g.. windshield wiper blades and ring
seals, as would be apparent to those skilled in the art. In making an article from the composition, the
elastomer composition is first mixed together to form a substantially homogeneous mixture, generally in a
Banbury type mixer or on two-roll rubber mills, generally the curing agent being incorporated last,

whereafter the composition is formed Into the article and cured. Alternatively, the composition may be
formed and cured whereafter the article is formed from the cured elastomer. The method of making the
composition and forming the article from the composition is not limited to any particular method.

The following test methods were employed in evaluating the compositions described in the examples
set forth below.
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Testing Methods

Tensile testing of dumbbell Specimens: ASTM D 412 procedure is used for determination of tensile strength
and elongation to break. Dumbbell specimens are cut with the standard die C from a thin slab (.25- 35 cm

5 thick) and used for this testing.

Tear testing: Tear specimens, cut with a die B. are tested according to ASTM D 624 procedure. Razor-
nicked specimens are used for determination of tear resistance.

Duronrieter Hardness: The hardness of compression set buttons is determined according to ASTM D 2240
procedure.

'0 Compression set, %: Compression set testing was done according to ASTM D 395 (method B) on
compression set buttons. The test conditions were 22 hours at 85 'C under 25% compression in a
ventilated, air circulating oven.

Dynamic Mechanical Properties: Dynamic properties such as Log E' (storage modulus). Log E" (loss

modulus) and Tan 6 (loss tangent) were obtained with a Dynamic Mechanical Thermal Analyzer (Polymer
J5 Laboratories Limited). The dual cantilever mode of testing was used with the specimen in the form of a

rectangular bar. Typical bar dimensions were: length 7.00mm, width 6.45mm and thickness 2.70mm. The
specimens were cooled to -120'C and then heated at 1'C per minute from -90 'C to +25*C. The
dynamic mechanical thermal analyzer was interfaced with a Hewlett Packard 9816 computer and 7475A
plotter. Log E', Log E", and Tan 6 were plotted as a function of temperature. Testing was carried out at

20 frequencies of 0.1, 1.0 and 10 HZ.

The invention will be further understood by referring to the following detailed examples. It should be
understood that the specific examples are presented by way of illustration and not by way of limitation.

Example 1

25

Windshield wiper blades compounds with superior low temperature dynamic properties were prepared
by combining the following materials in an internal mixer;

6
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CpmpQund Amount!

EPDM (Epcar 585^) 387.00

5 Carbon black (N-347^) 155.00

Stearic acid 3 .90

Zinc oxide 20.00

Calcium oxide 20.00

Synfluid PAO 4cSt'^ 96,50

Synfluid PAO 6cSt^ 96.50

Graphite, {Dixon 200-42^) 232.00

2-mercaptoben20thiazole 7.80

Tetramethylthiuram disulfide 3.10

Telluriumdiethyldithiocarbomate 3.10

20 Sulfur #104 (Rubbermakers)^ 3.10

Dipentamethylenethiuram

hexasulfide 3.10

Trademark, Polysar Ltd., EPDM
2ASTM Designation
3
Trademark, Chevron Chemical Company

^Trademark, Trademark, Chevron Chemical Company

^The Joseph Dixon Crucible Co., particulate graphite

^Trademark, Harwick Chemical Corp., Akron, Ohio, sulfur

35

A six minute mixing schedule was employed in mixing the ingredients in a laboratory Banbury mixer (Model

BR). Initially, all dry ingredients were mixed with the oil blend. Synfluid PAO 4cSt (trademark) and Synfluid

PAO 6cSt (trademark), for one minute. The EPDM was then added to the Banbury mixing chamber and
mixed for four additional minutes. Then the components of the cure system were added to the mixture and

40 mixing was continued for one more minute. The resulting compound A was further mixed on a 200 x 400
mm two-roll mill while it was still warm. Thermal gravimetric analysis indicated that this compound A has

0.2% weight loss when heated at 160*C for 30 minutes. A similar compound B made as described above
for compound A except that a conventional processing oil (Circosol 4240. trademark, Sun Petroleum

Products, a naphthenic oil) was employed in place of the polyalphaolefin oil. Compound B had a weight loss

45 of 1.15% when similarly heated. The lower weight loss of volatile components from compound A results in

better quality of parts molded from compound A.

After determining the cure properties of the compound on an oscillating disk rheometer (Monsanto 900),

slabs and compression set buttons were molded from compound A and compound B at 160*C for 24 and

29 minutes respectively. The physical properties (Tensile strength, elongation) of these compounds are

50 fairly close but the low temperature dynamic mechanical properties are substantially different. Compound A
exhibits superior low temperature flexibility as shown by the tan 6 6 value (peak) in the table below:

55

7
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Log E*, Pa Tan 5

compound ^IHZ. 2Q^C) (IHZ. Peah

Compound A 6.85 -55*C

Compound B 6.95 -35 •C

The low temperature flexibility of compound A as indicated by the data is not only better than that of

compound B but also superior to that of a production natural rubber compound (tan 5 = -47 'C).

A strip of compound A (90.00g) was placed in the cavity of a compression mold for the preparation of

windshield wiper blades. The material was cured for 25 minutes at 160*0. The resulting blades had a

smooth surface and upon cutting through the blade no defects were found in the interior of the blades.

Example 2

The procedure of Example 1 tor making compound A was repeated with the only exception that the

following oil blend was employed: lOO.OOg polyalphaolefin (Synfluid PAO 4cSt trademark) and lOO.OOg

polyalphaolefin {Synfluid PAO 8cSt trademark). The processability of the mix and the overall properties of

molded parts were very good. Blades molded from this compound exhibited low friction and good wipe

quality.

Example 3

The procedure of Example 1 for making compound A was repeated with the following differences;

120.00g of Synfluid PAO 4cSt (trademark) was combined with SO.OOg of Synfluid PAO 10cSt (trademark) to

form the polyalphaolefin blend. The resulting elastomer material was moldable and had good physical

properties. Blades molded from this material had a smooth surface

Example 4

The procedure of Example 1 for making compound A was repeated with the exception that the

polyalphaolefin oil blend consisted of ISO.OOg of Synfluid PAO lOOcSt (trademark) and lOO.OOg of Synfluid

PAO 2cSt (trademark). The mix was moldable.

Example 5

The procedure of Example 1 for making compound A was repeated with the exception that the

polyalphaolefin oil blend consisted of SCOOg Synfluid PAO 4cSt (trademark). SO.OOg Synfluid PAO 6cSt

(trademark) and SO.OOg of Synfluid PAO ScSt (trademark). The processability of this compound was

acceptable. Blades molded at 1 50 * C for 30 minutes had low friction and good wipe quality.

Example 6

The procedure of Example 1 for making compound A was repeated with the only exception that part of

the polyalphaolefin blend (lOO.OOg) was replaced with lOO.OOg of paraffinic oil (Sunpar 2280. trademark).

The resulting mixture had good processing characteristics. The mixture was compression molded into wiper

blades at 160' C for 22 minutes. The molded blades had a smooth surface and low friction.

Example 7

The experimental procedure of Example 1 for making compound A was repeated with the exception

that half of the polyalphaolefin blend was replaced with lOO.OOg of naphthenrc oil (Sunthene 4240,

trademark). The overall properties (physical and dynamic) of this compound were good.

8
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Example 8

The procedure of Example 1 for making compound A was repeated with the sole exception that half of

the polyalphaolefin blend was replaced with SO.OOg of a paraffinic oil (Sunpar 2280, trademark) and SO.OOg

5 of a naphthenic oil (Sunthene 4240, trademark). The material was moldable and exhibited good properties.

Blades molded from the composition exhibited smooth surfaces.

Example 9

w The procedure of Example 1 for making compound A was repeated with exception that the graphite

(Dixon 200-42, trademark) was replaced with an equal amount of another graphite (Dixon 1355, trademark).

Parts were molded and exhibited good physical and dynamic properties. Wiper blades molded from the

composition had low friction and good wipe quality.

15 Example 10

The procedure of Example 2 was repeated with the sole exception that the graphite (Dixon 200-42,

trademark) was replaced by an equal amount of another graphite, (Dixon 1176. trademark). Blades were

molded from the composition. The wiper quality of the molded blades was close to that of blades prepared

20 from the compound prepared in Example 2.

Example 11

The procedure of Example 1 for making compound A was repeated with the exception that 1l6.10g

25 carbon black (N-347, ASTM designation) were employed in preparing the compound. The mix was molded

under similar conditions and exhibited good physical propertiesN Although the tan 5 (peak = -55 " C) was the

same as that for compound A of Example 1, the dynamic modulus (Log E' at 20 'C) was lower (6.75 Pa)

than that of compound A. Windshield wiper blades molded from this material had a smooth surface and no

defects. The low temperature flexibility of these blades was excellent.

30

Example 12

The procedure of Example 1 for making compound A was repeated with the following differences:

116.10g carbon black (N-347 ASTM designation) and I20.00g Synfluid PAO 4cSt (trademark) and llS.OOg

35 Synfluid PAO BcSt (trademark) were employed in preparing the mix. This compound was molded into slabs

at 160 'C for 24 minutes. The slabs exhibited good physical properties and had no bubbles on their surface

or in their interior. The dynamic mechanical properties of this compound in the temperature range -90 to

-i'20'C were similar to those of compound A of Example 1. This compound has a low weight loss when

heated at 160*C for 30 minutes as did compound A of Example 1. Windshield wiper blades prepared from

40 this mix had a smooth surface. These blades exhibited good durability and low friction.

Example 13

The procedure of Example 2 was repeated with the exception that the polyalphaolefin blend was

45 replaced by an equal amount of Synfluid 5w-30 CD/CF (trademark. Chevron Chemical Company) engine oil

and transmission fluid. The composition had a very low weight loss when heated at 160*C for 30 minutes

(0-70% by weight). Windshield wiper blades were molded from this composition at 1 60 * C for 22 minutes.

They had a smooth surface and no defects.

50 Example 14

The procedure of Example 1 for making compound A is repeated with the exception that Epcar 585

(trademark. Polysar Ltd.) is replaced by an equal amount of Epsyn 5509 (trademark. Copolymer Rubber

Chemicals Corp., EPDM). The ingredients are mixed and molded parts are made from this compound by

55 molding for 20 minutes at 155*C. This compound is also suitable for the preparation of extruded parts.

9
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Example 15

The procedures of Example 1 were repeated with the following differences. The amount of carbon black

{N-347, ASTM designation) was reduced to 75 grams and the amount of graphite (Dixon 200-42, trademark)

was increased to 290g. The resulting compound exhibited low volatility when heated at 160*C for 30

minutes (0.50% by weight). Windshield wipers molded from this compound at 160'C for 20 minutes

displayed excellent low temperature flexibility.

Example 16

The procedure of Example 1 for making compound A is repeated with the exception that the following

amounts of curatives are employed in preparing the compound:

2-inercaptobenzothiazole 8 .Sg

Tetramethylthiuram disulfide 3.9g

Tellurium diethyldithiocarbamate 3.10g

Sul£ur #104 (Rubbermakers)^ l«50g

Dipentamethylenethiuram hexasulfide 3.10g

Trademark, Harwick Chemical Corporation

Parts molded from this compound at 160 *C and for 22 exhibit good low temperature flexibility.

Example 17

An elastomer compound was prepared by mixing the following ingredients in a Banbury mixer,

according to the procedure of Example 1

.

10
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Epcar 585 500. OOg

Carbon black (N-351 ) 300. OOg

Stearic acid 5. OOg

Zinc oxide 25. OOg
3

Synfluid PAO 4cSt 150. OOg
4

Synfluid PAO 6cSt 150. OOg

2-inercaptobenzothiazole 10 .OOg

Tetramethylthiuram disulfide 4. OOg

Telluriumdiethyldithiocarbomate 4 . OOg

Sulfur #104 (Rubbermakers)^ 4. OOg

Dipentamethylenethiuram hezasulfide 4. OOg

Calcium oxide 25 .OOg

Trademark, Polysar Ltd., EPDM
2ASTM Designation
3Trademark, Chevron Chemical Company
4
Trademark, Chevron Chemical Company

^Trademark, Harwick Chemical Corp.

The above mix was compression molded at 160 'C for 20 minutes. The molded parts exhibited good
physical properties and good low temperature dynamic mechanical properties.

n
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70

40

Example 16 '

The following ingredients were mixed as in Example 2 for preparation of an EPDM/natural rubber blend.

Epcar 585^ 320. OOg
2Natural rubber (SMR-5L ) 60, OOg

Carbon black (N-347^) 155. OOg

Stearic acid 4 .OOg

Zinc oxide 20 .OOg

Sunfluid PAO 4cSt^ 120. OOg

Synfluid PAO 6cSt^ 115. OOg

Dixon 200-42^ 232. OOg

2-mercaptobenzothiazole 7. 75g

20 Tetramethylthiuram disulfide 3.10g

Telluriumdiethyldithiocarbomate 3 . lOg

Sulfur #104 (Rubbermakers)^ 3.10g

Dipentamethylenethiurara hexasulfide 3.10g

Calcium oxide 19.40g

^Trademark, Polysar Ltd., EPDM
30 2Akron Chem. Co., Akron, Ohio

3ASTM Designation
4
Trademark, Chevron Chemical Company

5
35 Trademark, Chevron Chemical Company

^Trademark, The Joseph Dixon Crucible Co., particulate

graphite
7
Trademark, Harwick Chemical Corp.

The resulting composition was molded into sheets by compression molding at 155*C for 24 minutes. The
molded specimens exhibited good low temperature flexibility.

45 Example 19

The procedure of Example 18 Is repeated with the exception that the natural rubber (SMR-5L) is

replaced by an equivalent amount of butyl rubber (Butyl 268, trademark. Exxon Corp.). The resulting
composition is moldable and exhibits good properties.

Example 20

50

The procedure of Example 18 is repeated with the exception that the natural rubber (SMR-5L) is

replaced by an equivalent amount of polybutadiene (Budene 1207. trademark. Goodyear Corp.). The
55 compound is moldable and exhibits good properties.

12
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Example 21

The following ingredients were mixed as in Example 1 for preparation of an EPDM wiper blade material.

1

Epcar 585"^ 320 .OOg

Natural rubber (SMR-5L ) 60. OOg

Carbon black (N-347'*) 155. OOg

Stearic acid 4. OOg

zinc oxide 20. OOg

Synfluid PAO 6cSt^ 100. OOg

Sunpar 130^ 70. OOg

Sunthene 255^ 60. OOg

Dixon 200-42^ 232. OOg

2-niercaptobenzothiazole 7.75g

Tetramethylthiuram disulfide 3.10g

Telluriumdiethyldithiocarbamate 3.10g
Q

Sulfur #104 (Rubbermakers) 3.10g

Dipentamethylenethiuram hexasulf ide 3.10g

Calcium oxide 19.40g

Trademark, Polysar Ltd., EPDM
2Trademark, Akron Chem. Co., Akron, Ohio
3 .

ASTM Designation
4Trademark, Chevron Chemical Company,, polyalphaolef in

oil

^Trademark, Sun Refining and Marketing Co.,

Philadelphia, PA., paraffinic oil

^Trademark, Sun Refining and Marketing Co.,

Philadelphia, PA., naphthenic oil
7
Trademark, The Joseph Dixon Crucible Co., graphite

Q

Trademark, Harwick Chemical Corp., Akron, Ohio

The above mix molded well and the molded parts exhibited good physical and dynamic properties.

Claims

1. An elastomer composition comprising a substantially homogeneous mixture of ICQ parts by weight of
elastomer having a fully saturated backbone, curing agent for said elastomer In amount sufficient to
crosslink said elastomer, and reinforcing particulate filler, characterised in that said composition further
includes at least 20 parts by weight polyalphaolefin oil having a kinematic viscosity of between 2 and
200 ceniistokes wherein at least 85% by weight of said polyalphaolefin oil boils above 180*0.

13
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2. A composition according to Claim 1. wherein said polyalphaolefin oil is included in said composition in

an amount of between 30 and 80 parts by weight based on 100 parts by weight of said elastomer.

3. A composition according to Claim 1. wherein said polyalphaolefin oil has a kinematic viscosity between
5 about 3 and 10 centistokes.

4. A composition according to Claim 1, wherein said polyalphaolefin oil is selected from (i) synthetic

polyalphaolefin basestock, (ii) synthetic polyalphaolefin oil based engine oils, and (ill) blends thereof.

70 5. A composition according to any one of the preceding claims, wherein said reinforcing particulate filler is

selected from organic and inorganic particulate.

6. A composition according to Claim 5. wherein said reinforcing particulate comprises carbon black.

15 7. A composition according to Claim 6. wherein said composition comprises between 15 and 100 parts by
weight carbon black.

a A composition according to Claim 1 , further comprising at least 20 parts by weight particulate graphite.

20 9. A composition according to any one of the preceding claims, wherein at least 98% of said polyal-

phaolefin oil boils above 180 *C.

10. A composition according to any one of the preceding claims, wherein said elastomer having a fully

saturated backbone comprises ethylene-propylene-diene rubber.

25

11. A composition according to any one of the preceding claims, wherein said curing agent for said

elastomer comprises an accelerated sulfur curing system.

12. A composition according to any one of the preceding claims, wherein said conriposition further

30 comprises at least 2 parts by weight modifying oil selected from the group consisting of,

(i) naphthenic oil having a number average molecular weight between 300 and 500 and a pour point

between -34 • C and -4 • C (-30 • F and + 25 * F):

(ii) paraffinic oil having a number average molecular weight between 400 and 1000 and a pour point

between -18 'C and -12'C (O'F and 10 'F); and
(lit) mixtures of (i) and (il).

13. A composition according to Claim 12 wherein said polyalphaolefin oil Is selected from (i) synthetic

polyalphaolefin basestock oils, (ii) synthetic polyaphaolefin oil based engine oils, and (iii) blends
thereof.

14. Windshield wiper blades made from the composition claimed in any one of the preceding claims.

15. A method for making windshield wiper blades, which method comprises;

(A) forming a composition comprising a substantially homogeneous mixture of;

(a) 100 parts by weight of elastomer having a fully saturated backbone.
(b) curing agent for said elastomer in amount sufficient to crosslink said elastomer.

(c) between 15 and 100 parts by weight carbon black.

(d) between 20 and 100 parts by weight particular graphite, and
(e) between 20 and 100 parts by weight polyalphaolefin oil having a kinematic viscosity between
2 and 200 centistokes wherein at least 85% by weight of said polyalphaolefin oil boils above
180* C;

(B) forming said composition into said windshield wiper blades, and
(C) curing said composition of said windshield wiper blades.

Patentanspriiche

1. Elastomerzusammensetzung, welche ein im wesentlichen homogenes Gemisch aus 100 Gewichtsteilen
eines Elastomers mit vollig gesattigter Hauptkette umfaBt, sowie Vernetzer fur genanntes Elastomer in

14
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ausreichender Menge zur Verknupfung genannten Elastomers und partikulSren VerstSrkungsfullstoff.

dadurch gekennzeichnet. dafi gennannte Zusammensetzung mindestens 20 Gewichtsteile Polyalphaole-

finol mit einer kinematischen Viskositat zwischen 2 und 200 Zentistokes enthalt. wobei mindestens 85

Gewichtsprozent des genannten Polyalphaolefinols einen Siedepunkt uber 180*C haben.

2. Elastomerzusammensetzung nach Anspruch 1, in welcher genanntes Polyalphaolefinol in genannter

Zusammensetzung in einer Menge zwischen 30 und 80 Gewichtsteilen. basierend auf 100 Gewichtstei-

len genannten Elastomers, zugesetzt wird.

3. Elastomerzusammensetzung nach Anspruch 1. in welcher genanntes Polyalphaolefinoi eine kinemati-

sche Viskositat zwischen 3 und 10 Zentistokes hat.

4. Elastomerzusammensetzung nach Anspruch 1 , in welcher genanntes Polyalphaolefinoi ausgewahit wird

aus (i) synthetischen Polyalphaolfin-Grundschmieroien (Basestock) (ii) auf synthetischen Polyalphaolefi-

nolen basierenden Motorolen und (iii) Abmischungen davon.

5. Elastomerzusammensetzung nacheinem der vorgenannten Anspruche , in welcher gennanter Verstar-

kungsfullstoff aus organischen und anorganischen Partiketn ausgewahit wird.

6. Elastomerzusammensetzung nach Anspruch 5, in welcher genannter Verstarkungsfultstoff Carbon Black

enthalt.

7. Elastomerzusammensetzung nach Anspruch 6, in welcher genannte Zusammensetzung zwischen 15

und 100 Gewichtsteile Carbon Black enthalt.

8. Elastomerzusammensetzung nach Anspruch 1. welche auBerdem mindestens 20 Gewichtsteile partiku-

lares Graphit enthalt.

9. Elastomerzusammensetzung nach einem der vorgenannten Anspruche . in welcher mindestens 98%
genannten Polyalphaolefinols einen Siedepunkt uber 180*C haben.

10. Elastomerzusammensetzung nach einem der vorgenannten Anspruche . in welcher genanntes Elasto-

mer mit vollig gesattigtem Ruckgrat Ethylen-Propylen-Dlen Kautschuk enthalt.

11. Elastomerzusammensetzung nach einem der vorgenannten Anspruche . in welcher genannter Vernetzer

fur genanntes Elastomer ein beschleunigtes Schwefelvernetzersystem enthalt.

12. Elastomerzusammensetzung nach einem der vorgenannten Anspruche . in welcher genannte Zusam-

mensetzung auBerdem mindestens 2 Gewichtsteile modifizierendes 01 enthalt. ausgewahit aus der

Gruppe bestehend aus:

(i) Naphthenol mit einem Molekulgewicht-Zahlenmittel zwischen 300 und 500 und einem Pourpoint

zwischen -34 • C und -4 • C (-30 • F und + 25 * F);

(ii) Paraffinol mit einem Molekulgewicht-Zahlenmittel zwischen 400 und 1000 und einem Pourpoint

zwischen -18 'C und -12'C (O'F und 10 'F) und

(iii) Gemischen von (i) und (ii).

13. Elastomerzusammensetzung nach Anspruch 12, in welcher genanntes Polyalphaolefinoi ausgewahit

wird aus (i) synthetischen Polyalphaolefin-Grundschmierdlen,(ii) auf synthetischem Polyalphaolefinoi

basierenden Motorolen und (iii) Abmischungen davon.

14. Windschutzscheiben-Wischerblatter, hergestellt aus Zusammensetzungen nach einem der vorgenann-

ten Anspruche.

15. Verfahren zur Herstellung von Windschutzscheiben-Wischerblattern, wobei das Verfahren besteht aus:

(A) Herstellung einer Zusammensetzung aus einem im wesentlichen homogenen Gemisch beste-

hend aus:

(a) 100 Gewichtsteilen Elastomer mit vollig gesattigter Hauptkette:

15
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(b) Vernetzer fur genanntes Elastomer in ausreichender Menge zur Verknupfuny genannten

Elastomers;

(c) zwtschen 15 und 100 Gewichtsteilen Carbon Black;

(d) zwischen 20 und 100 Gewichtsteilen partikulares Graphit und

5 (e) zwischen 20 und 100 Gewichtsteilen Polyalphaolefinol mit einer kinematischen Viskositat

zwischen 2 und 200 Zentistokes. wobei mindestens 85 Gewichtsprozent genannten Polyalphaole-

finols einen Siedepunkt iiber 180*C haben;

(B) Formgebung genannter Zusammensetzung in genannte Windschutzscheiben-Wischerblatter und

(C) Vernetzung genannter Zusammensetzung genannter Windschutzscheiben-Wischerblatter.

70

Revendlcations

1. Une composition ^lastomere comprenant un melange reellement homogene de 100 parties en poids

d'un ^lastomere ayant une structure entierement saturee. un agent de vulcanisation pour ledit

75 elastomere en quantite suffisante pour provoquer fa reticulation dudit elastomere, et une charge de

particules de renfort, caracterlsee en ce que ladite composition comprend en outre au molns 20 parties

en poids d'une huile poly a-olefinique ayant une viscosile cinematique comprise dans un intervalle

allant de 2 a 200 centistokes dans laquelle au moins 85% en poids de ladite huile poly o-otefinique

bout au dessus de 1 80 • C.

20

2. Une composition selon la revendication 1 . dans laquelle ladite huile poly a-olefinique est contenue dans

ladite composition dans des proportions comprises dans un intervalle allant de 30 5 80 parties en poids

pour 100 parties en poids dudit Elastomere.

25 3. Une composition selon la revendication 1. dans laquelle ladite huile poly a-olefinique possede une

viscosite cinematique comprise dans un intervalle allant d'environ 3 a 10 centistokes.

4. Une Composition selon la revendication 1. dans laquelle ladite huile poly a-olefinique est selectionnee a

partir d'une base de poly a-oieflne synthetique (i). d'huile pour moteur a base d'huile poly a-olefinique

30 synthetique (ii), et de melanges de ces derniers constituants (lii).

5. Une composition selon n'importe laquelle des revendlcations precedentes, dans laquelle ladite charge

de particules de renfort est choisie a partir de particules organiques et inorganiques.

35 6. Une Composition selon la revendication 5. dans laquelle lesdites particules de renfort contiennent du
noir de carbone.

7. Une composition selon la revendication 6, dans laquelle ladite composition comprend de 15 a 100

parties en poids de noir de cart>one.

40

8. Une composition selon la revendication 1, comprenant en outre au moins 20 parties en poids de
particules de graphite.

9. Une composition selon n'importe laquelle des revendlcations precedentes, dans laquelle au moins 98%
45 en poids de ladite huile poly a-oldfinique bout au dessus de 180 * C.

10. Une composition selon n'importe laquelle des revendlcations precedentes, dans laquelle ledit Elastome-

re, dont la structure est entierement saturEe. comprend I'ethylene-propylene-diene.

50 11. Une Composition selon n'importe laquelle des revendlcations precedentes. dans laquelle ledit agent de
vulcanisation dudit elastomere realise un systeme de vulcanisation accelere par le soufre.

12. Une composition selon n'importe laquelle des revendlcations precedentes. dans laquelle ladite compo-
sition comprend en outre au moins 2 parties en poids d*huile modifiee choisie dans le groupe

55 comprenant.

(i) une huile a base de naphtene dont le poids moleculaire moyen est compris dans rintervaile allant

de 300 a 500 et un point d'ecoulement compris dans I'intervalle allant de -34 • C a -4 ' C (-30 ' F et

+ 25"F):

16
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(ii) une huile de paraffine dont le poids molecutaire moyen est compris dans Cintervalie allant de 400

a 1000 et un point d'ecoulement compris dans Tintervalle allant de *18*C a -12-C (0*F et 10*F}:

et

(iii) des melanges de (1) et (ii).

5

13. Une composition selon la revendication 12, dans laquelle ladite huile poly a-olefinique est selectionnee

a partir d'huiles de base poly o-otefiniques synthetiques (t). d'huiles de moteur basees sur I'huile poly

o-otefinique synthetique (ii), et des melanges de ces demieres (iii).

70 14. Des lames d'essuie-glace realisees a partir de la composition revendiquee dans n'importe laquelle des

revendications precedentes.

15. Une methode pour fabriquer des lames d'essuie-glace. laquelle methode comprend:

(A) la formation d'une composition qui comprend un melange r^ellement homogene de;

75 (a) 100 parties en poids d'un elastomere dont la structure est entierement saturee,

(b) un agent de vulcanisation pour ledit elastomere en quantite suffisante pour provoquer la

reticulation dudit elastomere.

(c) de 15 ^ 100 parties en poids de noir de carbone.

(d) de 20 li 100 parties en poids de particules de graphite et

20 (e) de 20 k 100 parties en poids d'huile poly a-ol^finique ayant une viscosity cin^matique

comprise dans un intervalle allant de 2 a 200 centistokes dans laquelle au moins 85% en poids

de ladite huile poly a-ol^finique bout au dessus de 180*C:

(B) la formation de ladite composition pour realiser lesdites lames d'essuie-glace. et

(C) la vulcanisation de ladite composition desdites lames d'essuie-glace.

30
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